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1323 WATER CEMENT RATIO AND PROBABLE STRENGTH

For workable mixes using clean sound aggregates, the strength and other desirable features of concrete
are governed by the net quantity of mixing water used per unit of cement. The effect of the water-cement

ratio is seen in the curve below.

6000

5000 -

o
o
o

COMPRESSIVE STRENGTH AT
2 DAYS (LB. PER SQ. |N.)
o
o
o

2000

1000
4.0

5.0

6.0
WATER -- U.S. GALLONS PER 100 LBS. OF CEMENT

7.0

8.0

Construction Manual

1323 -1



	1323  WATER CEMENT RATIO AND PROBABLE STRENGTH

